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LITHIUM CELLS OR BATTERIES TEST SUMMARY
IN ACCORDANCE WITH SUB-SECTION 38.3

OF UN MANUAL OF TESTS AND CRITERIA
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CQC Intime Testing Technology Co.Ltd

NO. CQCIT2006J0044

T AR (Sample Description):

#F’ﬁ'ﬂﬂﬂﬁﬁ%ﬁ(Sample Test Information):

FL & #K (Cell/battery Name):

557 H i Rechargeable Li-ion Battery
FE(Mass):

35kg

%‘j’,%%(Specification Parameter):

W 27 /A 96V 37Ah 3552Wh
O EEEm/ES _ V_ Ah g
YIEFEAR (Physical Description):

KI5k Cuboid

#1 5 (Model Numbers):

FH9637M

FHLEAI (Applicant):

R BE REVEARL BB A PR 2 ]

Pylon Technologies Co., Ltd.

TR AROR X SRV R X AH b 22 B 887 7%
735

No. 73, Lane 887, Zu Chongzhi Road,
Zhangjiang Hi-Tech Park Pudong, Shanghai
201203, China

+86-021-51317697 xu.min@pylontech.com.cn
www.pylontech.com.cn

ﬁ;ﬁ:ﬁf"}_‘ﬁ(s‘ample Manufacturer):

TLIRIRBEREI R A PR A 7

Pylon Technologies Co., Ltd.

TLIR4E B L T AR B T % 505 5 8 5 J5
Plant 8, No0.505 Kunkai Road, JinXi Town,
Kunshan City, Jiangsu Province, PEOPLE’S
REPUBLIC OF CHINA

+86-021-51317697 xu.min@pylontech.com.cn
www.pylontech.com.cn

UN38.3 AL 5 (UN38.3 Test Lab):

NSRRI MR R AT

CQC Intime Testing Technology Co., Ltd.

LA TN R X R KIE 1368 5 4 Kl #
BRI

East Taihu Technology and Finance City,
No0.1368 Wuzhong Dadao Road, Wuzhong
Economic Development Zone, Suzhou, Jiangsu.

0512-66303623 cqc_jszlb@126.com
http://www.cqc-it.com

REAR 595 (Test Report Number):
20191106J25642-2
R 5% K H I (Date of Test Report):
2020-01-03
B F CGRES RIFRHEF- ) IR 2R (Edition of UN Manual of Tests
and Criteria Used):

KT ak it zimi @il AR e T 58 7S g
153837
Recommendations on the Transport of Dangerous
Goods, Manual of Tests and Criteria, ST/SG/AC.10/11/
Rev.6/Amend.1/Section 38.3
BTt AT R R HL 45 S (B . I/ R — R (List of

Tests Conducted and Results(Pass/Fail)):

T1 | @B (Altitude simulation) Pass
T2 | IR FR5 (Thermal test) Pass
T3 | #K3)(Vibration) Pass
T4 | di(Shock) Pass
T5 | #1545 % (External short circuit) Pass
T6 | fi i /H7 & (Impact/Crush) Pass
T7 | i )& 78 Hi(Overcharge) Not Applicable
T8 | 9l i Hi (Forced discharge) Pass

A 5 R P PR X ZE R (Assembled  Lithium
Battery Test Requirement):

[138.3.3(F) [038.3.3(g) WAEH N/A

RV A
H AR5 N (Technical Leader)

%9 B (Date of issue): 2020-01-15
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